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Purchaser Muagteri BJC TOOLS ERP HOOGSTRAAT 11 5469 EL ERP
Order Nr Siparig No 01/BJC/622-2022
Educt Group Uriin Grubu  Covered electrode - rutile coated
Brand Name  Uriin Adi GeKa ELIT, E 6013, PLASTIC BOX,2,5 KG
Standard Standard ASME SECTION [IC SFA/AWS A5.1 TS EN ISO 2560-A: 2013
Classification Isareti E 6013 E420RR 12
Size Boyutu 3,20x350mm i -
Quantity Miktar 480 Kg
Serial Nr Seri No 22-315343140
Charge Nr Sarj No 140
Chemical Composition of Weld Metal (%) Kaynak Metalinin Kimyasal Analizi (%)
Chs‘:’r?‘:k')“’ c | si|mM | P | s | o | N | M |cu| v | N Fe| - . - - .
AWS <0,2 <1,0 <1,2 - <0,2 <0,3 <0,3 <0,08 | Rest/Kalan - | - -
TS/ENASO - | <20 - <0,2 <03 <02 <03 <005 | <005 |RestKalan| - - -
140 0,092 | 0,323 | 0,514 | 0,016 | 0,007 | 0,041 | 0,050 | 0,005 0,039 | 0,017 | 0,004 |Restalan - - - - -
Mechanical Properties Kaynak Metalinin Mekanik Degerleri
Tensile Test Gekme Testi - EN I1SO 6892-1 Impact Test Gentik Darbe Testi -EN ISO 148-1:10
Specimen preparation Test pargasi hazitanmasi - EN 1SO 5178:11 Specimen preparation Test pargas) hazirlanmasi - EN ISO 8016:11
Test Ry Rm A Test [ KV [ kv |
Temperature | Yield Strength |Tensile Strength| Elong. | Temperature Impact Strength) AverageHardnessRadiographic test Heat treatment
Test sicakh@ | Akma Dayanimi |Cekme Dayanimi| Uzama | Test sicaklig Darbe Enerjisi |Ortalamg Sertlik | Radyografi testi Isil Iglem
°c N/ mm? N/mm®  |%L,=5d, °c J J = .
AWS 2¢ >330 >430 17 - - .
TS/ENASO 20 >420 500-640 >20 0 - 247 - -
20 min. 420 510-610 min, 22 0 - min. 47| - -
As welded
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